
AM PHO R A
7 5 0  L I T E R S
Ceramic vessel in ARGILLETAVA®

Weight:
Average weight of the container
without accessories

Micro-oxygenation:
7,6 mg/l/year (standard porosity)
0,8 mg/l/year (low porosity)






